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(MAT)

VDA
() ( )
1 Chromate film clear/transparent CM1 A for Zn/Zn alloy plating JISH8625 CM1 A 73
1 Chromate film yellow CM2 C for Zn/Zn alloy plating JISH8625 CM2 C 73
1 Chromate film black CM2 D for Zn/Zn alloy plating JISH8625 CM2 D 73
1 Chromate film olive CM2 D for Zn/Zn alloy plating JISH8625 CM2 D 73
1 Passivation black for Zn/zn alloy plating JAMAHCRE | JAMAHCRE-TR-ZNPL B 73
1 Chromate film for Zn Die castings JAMAHC JAMAHC-ZNDC 73
1 Chromate film for Al/Al alloy JAMAHC JAMAHC-AL 73
1 Chromate film for Mg/Mg alloy JAMAHC JAMAHC-MG 73
1 Non electrolytically applied zinc flake coatings (Dacrotizing Chromium FLZNYC) JISB1046 FLZNYC 73
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